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4. CADIC TAVNY / BASALT

Pod pojmom tavny €adi¢ (petrurgicky) sa rozumie ¢adicova hornina vhodna na tavenie na vyrobu krystalizovanych ¢adi¢ovych
odliatkov a ¢adi¢ového vldkna. Na petrurgické ucely si vhodné nezvetrané ¢adice a bazanity s priaznivym chemizmom, s
jemnozrnnou Struktdrou, bez xenolitov a vyrastlic olivinu nad 1 az 2 mm. Surovina so zrnitostou 8 — 15 cm sa asi 1 hodinu tavi v
Sachtovej peci pri teplote 1 300 °C. Tavenina sa odlieva do rozli¢nych foriem, alebo rozstrekovanim taveniny prddom vzduchu z
trysiek vznikaju viakna.

Odliatky z taveného cadica (rdry, kolena, Zlaby, dlazdice, tvarovky, Specialne odliatky) sa vyznacuju vysokou odolnostou proti
obrusu, oteru a pésobeniu kyselin. VyuZivaju sa pri pneumatickej alebo hydraulickej potrubnej doprave tvrdych materialov (hlusina,
zakladka, koks, rudy, Strk, piesok, Skvara, popol a pod.), na vymurovku a obklady namahanych pléch zasobnikov, uholnych ramp,
odluéovadov koksu, cyklénov, hydrocyklénov a pod. Cadicové viakna a produkty vyrabané jeho lisovanim maju vynikajlce tepelné a
zvukoveé izolaéné vlastnosti vyuzivané pri pecnych agregatoch a potrubiach v stavebnictve.

4.1. Surovinové zdroje SR / Mineral resources

Loziska tavného c¢adiCa su viazané na najmladSie Deposits of basalt related to the latest products of
produkty finalneho vulkanizmu Zapadnych Karpat, a to final vulcanism in the West Carpathians are
v oblasti stredoslovenskych neovulkanitov (loZisko concentrated in region of the Central-Slovakia
Tekovska Breznica — Brehy) a v oblasti Cerovej neovolcanites (Tekovska Breznica — Brehy deposit)
vrchoviny (loziska Husina, Konradovce a Bulhary). and region of the Cerova vrchovina Mts. (Husina,

Konradovce, Bulhary deposits).
® Lozisko Tekovska Breznica — Brehy je tvorené 20

— 40 m hrubym lavovym priadom nefelinickych ®  The deposit Tekovska Breznica — Brehy is formed
bazanitov pleistocénneho veku (v jeho podlozi su by 20 to 40 m thick lava flow of the Pleistocene
Strkopiesky risskej terasy Hrona). Toto lozisko sa nepheline basanites. Exploitation of deposit was
exploatovalo do roku 1996 a poskytovalo surovinu pre interrupted in 1996 and started again in 2000.
IZOMAT, a. s., Nova Bana. Vroku 2000 sa tazba
loZiska obnovila. ® Deposits of the Pliocene-Pleistocene basalt
formation, situated in the Cerova vrchovina Mts., are
® Loziska cerovej bazaltovej formacie pliocénno- represented by about 20 m thick lava flows of olivine
pleistocénneho veku tvoria lavové prudy alkalickych basalt to nepheline basanite. The deposits Bulhary,
olivinickych bazaltov az nefelinickych bazanitov Husina and Konradovce, exploited as building stone at
priemernej hrabky 20 m. Loziska CadiCov vyuzivané the past, are registered as fused basalt since 1998.

v minulosti ako lozZiska stavebnych kamenov (Bulhary,
Husina, Konradovce) su od r. 1998 evidované ako
vyhradné loziska tavnych ¢adiCov.

4.2. Evidované loziska SR / Registered deposits
CADIC TAVNY / BASALT

@ tazené lozisko / exploited deposit

O netazené loZisko / non-exploited deposit

1. Bulhary 3. Husina
2. Konradovce 4. Tekovska Breznica — Brehy
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4.3. Zasoby a t'azba / Reserves and production data

CADIC TAVNY / BASALT

Rok / Year 1998 1999 2000 2001 2002
Pocet lozisk spolu / Number of deposits 4 4 4 4 4
— z toho tazenych / exploited 2 3 2 3 3
Zasoby spolu / Reserves total [kt] 40 579 40 532 40 462 40 368 40 264
— bilan¢né / economic (Z-1 + Z-2) 16 583 16 537 16 467 16 375 16 273
— bilanéné / economic (Z-3) 7 001 7 000 7 000 6 998 6 996
— nebilanéné / potentially economic 16 995 16 995 16 995 16 995 16 995
Tazba / Mining output [kt] 48 47 70 94 104

TAZBA TAVNEHO CADICA / BASALT MINING 1992 - 2002
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4.4. Obchodna statistika / Trade statistics

Tavny cadi€ nie je predmetom zahrani¢ného
obchodu SR. Spotreba suroviny je kryta z doméacich
zdrojov.

Colné sadzby (%):

Cadi& na tavné Ggely sa v colnom sadzobniku
neuvadza. Cadi¢ na stavebné a vytvarné ugely je
zahrnuty v polozke HS 2516 90.

4.5. Tazobné organizacie v SR / Mining companies

IZOMAT, a. s., Nova Bana;
Jozef Nagy, Konrédqvce;
PRIEMYSEL KAMENA, a. s., Lu¢enec.

Celkova tazba (104 kt) vzrastla oproti roku 2001
o 11 %. Vroku 2002 sa najviac tavného cadica
vytazilo na lozisku Bulhary (85 kt), kde tazbu realizuje
Priemysel kamena, a. s., Luéenec. PokraCovala aj
obnovena tazba na lozisku Tekovska Breznica (17 kt),

ktoré prevadzkuje lzomat, a. s., Nova Bana,
najvyznamnejSi spracovatel tavného c¢adiCa na
Slovensku.

4.6. Svetova vyroba / World production

Informacie o svetovej tazbe a zasobach nie su
zname, systematicky sa nesleduju.

rok / year

Fusing basalt is not object of Slovak foreign trade.
Demand is completely satisfied by domestic
production.

Customs tariff (%):

Basalt for fusing purposes is not stated in the
Customs Tariff. Basalt for building industry and
decorations is included in the HS item 2516 90.

In 2002, total mining output grew by 11 % to 104 kt.
The largest amount of fusing basalt was mined on the
deposit Bulhary (85 kt), operated by Priemysel
kamerna, a. s., Lu¢enec. Reopened mining continued
on Tekovska Breznica deposit (17 kt), realised by
Izomat, a. s., Nova Barnia, the major basalt processing
company in Slovakia.

World reserves and production of basalt are not
monitored; data are not available.

4.7. Ceny na svetovom a domacom trhu / World and domestic market prices

Ceny tavnych €adicov nie su na svetovych trhoch
kétované, ceny su zmluvné.
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Fusing basalt prices are not quoted on the world
markets, prices are contractual.



