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16. PERLIT / PERLITE

Pod pojmom perlit sa rozumie prirodné vulkanické sklo s obsahom vody od 1 do 5 %. Nazov je odvodeny od gulé¢kovej textury
s perlovym leskom. V technologickom zmysle sa za perlit povazuje sopec¢na hornina, ktora je pri nahrievani schopna priemyselne
vyznamnej expandacie. Expandaciu perlitu spésobuje obsah chemicky viazanej vody v sklovitej hmote sopecnej horniny. Perlity
bezne obsahuju vySe 3 % vody. Pri rychlom zahriati na teplotu 1 100 — 1 200 °C zvacsuju svoj objem 8 — 14-krat, ¢im vyznamne
zniZujii objemovi hmotnost. Objemova hmotnost po expandécii sa pohybuje od 60 do 250 kg/m®. Orientadny chemizmus suroviny:
SiO, 65 — 78 %, Al,0312 — 19 %, Fe;03 0,5 — 2,8 %, CaO + MgO max. 5 %, alkalie max. 8 %.

Perlit sa pouziva na filtraéné ucely, v stavebnictve (lahcené stavebné prvky, izolaéné omietky, tepelna izolacia striech a podlah),
v hutnictve (nahrada za vermikulit), v izolacnej technike (tepelnoizolacné materialy), v polnohospodarstve. Rezervy vo vyuziti perlitu
su pri vyrobe filtraénych hmét, skla, keramiky a v kombinacii s bentonitom a diatomitom v potravinarskom a chemickom priemysle.

Surovina sa spravidla nerecykluje, vynimo¢ne v obmedzenom rozsahu pri filtracii. Perlit pouzivany na filtratné ucely je mozné
nahradit aktivnym uhlim, diatomitom, pemzou, buni¢inou a kremennym pieskom, v ostatnych aplikaciach je mozna nahrada

diatomitom, mastencom, ilmi, vermikulitom, vapencom a i.

16.1. Surovinové zdroje SR / Mineral resources

Loziska perlitu sa nachadzaju v oblastiach vyvoja
ryolitového vulkanizmu v stredoslovenskych
neovulkanitoch (Lehétka pod Brehmi, Jastraba), vo
vychodoslovenskych neovulkanitoch (Bysta)
a v Zemplinskych vrchoch (Mala Bara). V Zapadnych
Karpatoch tvori perlit vyznamnejSie koncentracie
v ryolitovych vulkanoklastikach (Lehoétka pod Brehmi)
a v okrajovych c¢astiach ryolitovych telies (Bysta,

Jastraba). Produkty ryolitového vulkanizmu, na ktoré
su viazané loziska a vyskyty perlitu, sa podla
geologickej pozicie a radiometrického datovania

zaraduju do sarmatu, resp. az na rozhranie vrchny
sarmat — panén.

® Najznamejsie loZisko v stredoslovenskych
neovulkanitoch je exploatované lozisko Lehdtka pod
Brehmi. Celkovy obsah vulkanického skla vo
vulkanoklastikach dosahuje cca 75 %. V nadlozi
loziska vystupuju vrstvovité tufity a v podlozi ryolity
a andezity. Najvacsie lozisko perlitu
v stredoslovenskych  neovulkanitoch je lozisko
Jastrabd, kde je sklovity plast priemernej hrubky 50 m
vyvinuty na styku felzitického ryolitu (v nadlozi)
a ryolitovych vulkanoklastik s vysokym obsahom
perlitového skla v podlozi. Hustota suroviny po
expandacii dosahuje 80 — 150 kg/m®.

® Na netazenom lozisku BysSta ma produktivna
poloha hribku 10 — 25 m, ale zvacsa je postihnuta
druhotnou silicifikaciou a bentonitizaciou. Na lozisku
Mala Bara su zistené rozliéné druhy vulkanického skla
(obsidian, perlit, marekanit), ktoré tvoria nepravidelné
a nevelké vyskyty v ryolitoch a ryolitovych tufoch.
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Perlite deposits of Slovakia are related to regions of
rhyolite volcanism  in  the Central-Slovakia
neovolcanites (Lehdtka pod Brehmi and Jastraba
deposits) and East-Slovakia neovolcanites (Bysta
deposit) and in the Zemplinske vrchy Mts. (Mald Bara
deposit). Perlite accumulations are formed mostly in
rhyolite volcanoclastic rocks and in marginal parts of
rhyolite extrusive dome of the Upper Sarmatian —
Pannonian age.

® The only exploited perlite deposit Lehbtka pod
Brehmi is situated in the  Central-Slovakia
neovolcanites. Average content of volcanic glass is
about 75 %. Deposit is formed in the environment of
layered tuffs, rhyolites and andesites. The largest
perlite deposit of this region is Jastraba, where glass
mantle of 50 m thickness is formed on the contact of
felsitic rhyolite and rhyolite volcano-clastic rocks of high
volcanic glass content. Specific gravity after expanding
varies from 80 to 150 kg per m°.

®  Non-exploited deposits Bysta and Mala Bara,
situated in the East-Slovakia region, are of minor
economic importance. Reserves are classified as
potentially economic at present.
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16.2. Evidované loziska SR / Registered deposits

PERLIT / PERLITE

@ tazené lozisko / exploited deposit

O netazené loZisko / non-exploited deposit

1. Lehétka pod Brehmi (2 loziska)
2. Jastraba

3. Mala Bara

4. Bysta

16.3. Zasoby a tazba / Reserves and production data

PERLIT / PERLITE
Rok / Year 1998 1999 2000 2001 2002
Pocet lozisk spolu / Number of deposits 5 5 5 5 5
— z toho tazenych / exploited 1 1 1 1 1
Zasoby spolu / Reserves total [kt] 30 272 30 600 30 581 30 561 30 650
— bilanéné / economic (Z-1 + Z-2) 17 065 17 063 17 063 17 063 17 063
— bilan¢né / economic (Z-3) 12 887 13217 13198 13178 13 267
— nebilanéné / potentially economic 320 320 320 320 320
Tazba / Mining output [kt] 24 20 17 19 19
TAZBA PERLITU / PERLITE MINING OUTPUT 1992 - 2002
— 35 -
=, 30 4
g’ 25 -
£ 20 +
E 15 1
PRIE
= 0 : : : : : : : : : : :

1992 1993 1994 1995 1996 1997 1998 1999 2000 2001 2002

rok / year

129



NERASTNE SUROVINY SR 2003 / SLOVAK MINERALS YEARBOOK 2003

16.4. Obchodna statistika / Trade statistics

Perlit sa na Slovensku tazi na lozisku Lehdtka pod
Brehmi a Cast produkcie sa exportuje, najma do
Ceskej republiky (67 %) a Nemecka (31 %). Hodnota
vyvezenych komodit v roku 2002 dosiahla takmer 12,9
mil. Sk.

DOVOZ/VYVOZ - PERLIT
IMPORT/EXPORT DATA - PERLITE

Demand for perlite is covered wholly by domestic
production, part of which is exported, mostly to the
Czech Republic (67 %) and Germany (31 %). Value of
exported commodities reached almost 12,9 million SKK
in 2002.

Rok / Year 1998 1999 2000 2001 2002
Dovoz / Import [kt] ’ 0,2 0,1 0,1 N 0,1
Vyvoz / Export [kt] 11,2 10,0 6,9 6,0 5,6
Dopyt / Demand [kt] 2 13,0 10,1 10,2 130e 13,5

" polozka colného sadzobnika 2530 10 10 / ltem 2530 10 10 of the Customs Tariff
2 dopyt (zdanliva spotreba) = produkcia + import — export / demand (apparent consumption) = Production + Import — Export

Colné sadzby / Customs tariff (%):

PHS / HS code Nazov / Item

Vseobecné /| Common Zmluvné / Contractual

253010 10 Perlit / Perlite

Bez cla / Duty-free Bez cla / Duty-free

16.5. Tazobné organizacie v SR / Mining companies
KERKO-PERLIT, a. s., Lehdtka pod Brehmi.

Tazba perlitu v roku 2002 ostala na drovni roku
2001 (19 kt). Jedina spolo¢nost zaoberajuca sa tazbou
a spracovanim (expandaciou) perlitu je KERKO-
PERLIT, a. s., Leh6tka pod Brehmi. Cast produkcie
smeruje na export do Ceskej republiky a Nemecka.

16.6. Svetova vyroba / World production

Svetova tazba perlitu (2,73 mil. t v roku 2001) ma v
poslednych rokoch stupajucu tendenciou
s perspektivou dalSieho rastu. NajvyznamnejSimi
producentmi su Grécko, USA, Cina a Japonsko.
Slovensko sa v tazbe zaraduje na 11. miesto vo svete
(2001).

Udaije o svetovych zasobéach perlitu nie s zname.

SVETOVA TAZBA - PERLIT
WORLD MINE PRODUCTION - PERLITE

Mining output of perlite has remained on he same
level in 2002 and reached 19 kt. The sole producer of
perlite, crude and also processed (expanded), is
KERKO-PERLIT a.s., Lehétka pod Brehmi. Part of
production is exported to the Czech Republic and
Germany.

World production of perlite has an ascending
tendency during the last years. It reached 2.73 Mt in
2001. The major producers are Greece, United States,
China and Japan. Slovakia has ranged 11. place in
2001.

World reserves data are not available.

Rok / Year 1997

1998

1999 2000 2001

Tazba / Mining output [kt] 2300

2603

2638r 2674r 2,729

Na tazbe sa vr. 2001 podielali najma tieto Staty
(podfa Mining Annual Review 2002):
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The major producers in 2001 (according to the
Mining Annual Review 2002):
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16.7. Ceny na svetovom a domacom trhu / World and domestic market prices

Ceny perlitu ostavaju v poslednych rokoch stabilné,
s minimalnymi zmenami. Priemerna cena surového
perlitu v USA (EXW) bola 36,5 USD/t a priemerna cena
expandovaného perlitu (v zavislosti od kvality) bola 145
— 400 USD/t (v roku 2001). Ceny niektorych komodit
uvadzanych €asopisom Industrial Minerals (september
2002):

Surovy, drveny, CIF Spojené kralovstvo

Raw, crushed, loose in bulk, CIF UK

Expandovany, EXW, Spojené kralovstvo

Aggregate, expanded, UK

Perlite rices remain stable during the last years. In
2001, average price for raw perlite in the USA (EXW)
was 36,5 USD/t, and 145 — 400 USD/t for expanded
perlite (depending of quality). Prices of some traded
commodities by the Industrial Minerals (September
2002):

......................... 55 - 60 GBP/t;

......................... 210 — 300 GBP/t;

Expandovany, filtraCny, mlety, del Spojené kralovstvo........... 312 — 335 GBP/t.

Filter-aids, expanded, milled, del UK

131



