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Il. RUDNE SUROVINY / METALS

Geologické zasoby rudnych surovin dosahovali
k 1. 1. 2003 na 74 vyhradnych loziskach 371 mil. ton,
z toho 90 % predstavuju nebilancné zasoby. Ako
bilanéné mozno hodnotit’ len €asti zasob na loZiskach
Zeleznych rad (Nizna Slana — Mané — Kobeliarovo)
a komplexnych Zeleznych rud (Roznava — Strieborna).
Overené bilanéné zasoby zlatych rid (B. Hodru$a) sa
tazbou v roku 2001 vy€erpali, v toku 2002 pokracovala
tazba likvidaciou pilierov. Overené zasoby ostatnych
rudnych surovin (Mn, Ni, Cu, Pb, Zn, Sb, Hg, W, Mo,
vzacne zeminy) su v su¢asnosti nebilanéné.

Tazba prebiehala tradiéne iba na loZisku Nizna
Slana (siderit) a Banska Hodrusa (zlaté rudy). Vacsina
domacej spotreby je preto kryta dovozom.

Following the Register of Reserves of Exclusive
Mineral Deposits of the Slovak Republic, state to
1 January 2003, 74 exclusive deposits of metals were
registered on the territory of Slovakia. Total geological
reserves reached 371 Mt, from which about 10 % are
classified as economic reserves at present. Only iron
ores on Nizna Slana deposit and partly complex Ag-
Cu-Fe ores on RoZriava—Strieborna deposit are
reported barely economic. Reserves of gold ores on
Banska Hodrusa deposit were almost completely
exhausted in 2001 and 2002.

Iron ore and gold were traditionally only exploited
metals in 2002. Therefore, majority of domestic
consumption of metals must be covered by imports.

RUDNE SUROVINY - statistické Gdaje 2002
METALS - statistical data 2002
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Mineral L N [ 1 [ -
Fe-rudy / Fe-ores [kt] 15 1 94 189 23 378 4165 66 646 611
Mn-rudy / Mn-ores [kt] 3 - 21414 - — 21414 -
Nikel / Nickel [kt] 1 - 64 - - 64 -
Med' / Copper [kt] 22 - 553 27 7 519 0"?
Olovo / Lead [kt] 8 - 252 - - 252 o'
Zinok / Zinc [kt] 8 - 427 - - 427 o'
Antimén / Antimony [kt] 9 - 57 - - 57 -
Ortut’ / Mercury [kt] 10 - 10 - - 10 _
Volfram / Tungsten [kt] 2 - 15 - - 15 -
Molybdén / Molybdenum [kt] 3 - 117 - - 117 -
Striebro / Silver [t] 10 - 1300 569 146 585 o'
Zlato / Gold [kg] 22 1 40 975 - - 40975 60 e

' Striebro, zinok, olovo a med sa v nevyznamnom mnoZstve nachadzaji v koncentrate ziskavanom Gpravou Au rudy pri tazbe

zlata na lozisku Banska Hodrusa.

T A little amount of silver, zinc, lead and copper occur in concentrate produced by gold ore processing on Banska Hodrusa

deposit.

2 Med a ortut sa v nevyznamnom mnoZstve nachadzaju v sulfidickom flotadnom koncentrate ziskavanom Gpravou komplexnych

rud z loziska Rudfany

2 Copper and mercury occur in flotation sulphidic concentrate produced from the complex Fe—~Cu—BaSO, ore on Rudiiany

deposit.

Pozn.: Od roku 2000 sa v $tatistike nesleduje cin, ktorého zasoby boli z ekonomickych dévodov odpisané.
Note: Since 2000, tin is no more spotted in Slovak statistics for the sake of uneconomic reserves deprecation.
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