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3. TEHLIARSKE SUROVINY / BRICK CLAYS

Pod pojmom tehliarske suroviny rozumieme horniny, resp. ich zvetraniny pouZzitelné na vyrobu tehal v prirodnom stave alebo po
uprave. NajCastejSie sa na tento ucel pouzivaju sprase, sprasové hliny, ily, ilovce, sliefiovce a bridlice. Podla vzniku mézeme
tehliarske suroviny rozdelit na rezidualne (eluvialne hliny) a sedimentarne (sprase, sprasové hliny, ily, ilovce a bridlice). Tehliarska
vyrobna hmota ma dve hlavné zlozky: plasticku a ostriacu, ktoré su zastupené bud priamo v zakladnej surovine, alebo sa optimalna
zmes ziskava mieSanim rozli€nych surovin — rozliSujeme surovinu zakladnu (prevazujucu v zloZeni zmesi) a korekénu (doplnkovd,
upravujlcu vlastnosti zmesi na potrebnu troveri). Skodlivinami v tehliarskych surovinach st karbonaty, sadrovec, Glomky hornin,
organické latky a pod.

Tehliarske suroviny sa pouzivaju v stavebnictve na vyrobu réznych druhov tehal, krytin, dlazdic, tehliarskej drviny (antuka) a pod.

Ciastoéne sa recykluje stavebna sutina, opakovane moZno pouzivat niektoré produkty tehliarskej vyroby: tehly, krytiny, tvarnice
a pod. Pri vyrobe klasickych tehliarskych produktov za tehliarske suroviny neexistuje nadhrada. Tehly a iné produkty je v8ak mozné
vyrabat aj z inych prirodnych alebo umelych materialov. Primesou do pracovnych zmesi na vyrobu tehliarskych vyrobkov mézu byt

troska a popol z elektrarni, vapno, prachovy hlinik, umelé kamenivo, odpad z odkalisk a iné.

3.1. Surovinové zdroje SR / Mineral resources

Na Slovensku su loziska tehliarskych surovin
zastupené najma v kvartérnych formaciach, vyskytuju

sa VO vyplniach neogénnych panvi,
v centralnokarpatskom paleogéne avo flySovom
pasme.

® Tehliarske suroviny kvartérnych lozisk su tvorené
prevazne sprasami a spraSovymi hlinami a vo vacsine
pripadov maju velmi dobré technologické parametre
(Boleraz, Gbelce ai.). Kvalitné bezuhli¢itanové
sprasové hliny s obsahom ilovych mineralov okolo 35
% sa nachadzaju na lozisku TrenCianska Turna a su
vhodné na vyrobu naro€nych tenkostennych vyrobkov.

® Vo Viedenskej panve (Devinska Nova Ves) sa pre
tehliarsku vyrobu tazia vapnité, slabo piescité morské
ily vrchného badenu. V Podunajskej nizine (Pezinok,
Zlaté Moravce) sa vyuzivaju najma pandnske vapnité
polymineralne ily s premenlivym obsahom piescitej
frakcie. Vysoko kvalithou surovinou s priaznivym
mineralnym zlozenim (kaolinit s primesou illitu) su
sladkovodné ily poltarskej formacie (pont) v Lucenskej
kotline (Poltar — Drahy, Zelené). V Tur€ianskej kotline
sa v su€asnosti tazi loZisko Martin.

® V centralnokarpatskom paleogéne su vhodnou
tehliarskou surovinou eocénne slienité bridlice illitového
typu s primesou kaolinitu (Ruzomberok, Liptovska
Ondrasova).

® Paleogénne ilovce magurskej jednotky flySového
pasma predstavuju menej kvalitna surovinu, ktora sa
v sUcCasnosti nevyuziva.
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Brick clay deposits occur in the Quaternary
formations, Neogene basins and Paleogene
formations of the Inner Carpathians and the flysh belt.

®  Quaternary deposits are formed predominantly by
loesses and loams of suitable technological properties
(deposits Boleraz, Gbelce, Trenéianska Turna a. o.).

® Neogene deposits situated in the Vienna basin
(Devinska Nova Ves deposit) and Danube basin
(Pezinok and Zlaté Moravce deposits) are composed of
calcareous and sand marine clays. Suitable brick clays
occur also in the Poltar formation of the Lucenec fold
(Poltar — Drahy and Zelené deposits). Brick material is
composed mostly of kaolinite and illite.

®  Eocene marl schists with kaolinite admixture are
used as brick material on deposits Ruzomberok and
Liptovska Ondrasova.

®  Paleogene claystones of the flysh belt (Humenné
deposit) represents brick material of the minor
importance, used only occasionally in regions where
suitable materials are not available.



NERASTNE SUROVINY SR 2004 / SLOVAK MINERALS YEARBOOK 2004

3.2. Evidované loziska SR / Registered deposits

TEHLIARSKE SUROVINY / BRICK CLAYS

@ tazené lozisko / exploited deposit

O netazené lozisko / non-exploited deposit

1. Zlaté Moravce I 13. Tisinec 25. Poltar — Drahy 37. Borsky Jur — Z ¢ast

2.  Tuchyna - Pruské 14. Zvolen 26. Zelené 38. Smizany — Sp.N.Ves

3. SpiSska Bela 15. Devinska Nova Ves 27. Drienov 39. Preselany

4. Jasov 16. llava 28. Mocarmany 40. Lastovce

5. SpiSské Podhradie 17. Liptovska Ondrasova 29. Mocarmany | 41. Trencianska Turna

6. Myjava 18. Lucenec Il — Fabianka 30. Nitrianske Pravno 42. Boleraz

7. Semerovo 19. Vidina — Halier 31. Prievidza 43. Bystré

8. Machulince 20. Martin } 32. Behynce

9. Kalinovo | — Mier 21. Tur€ianska Stiavnicka 33. Mokra Luka — Revuca

10. Sabinov 22. Mojzesovo 34. Hajnacka

11. Gbely 23. Pezinok } 35. RuZomberok

12. Cemerné 24. Breznitka — Cerven 36. Borsky Jur —V gast

3.3. Zasoby a t'azba / Reserves and production data

TEHLIARSKE SUROVINY / BRICK CLAYS
Rok / Year 1999 2000 2001 2002 2003
Pocet lozisk spolu / Number of deposits 75 74 75 46 43
— z toho tazenych / exploited 18 16 12 12 13
Zasoby spolu / Reserves total [tis. m3] 264 792 260 192 261179 146 220 138 712
— bilan¢éné / economic (Z-1 + Z-2) 161 145 158 485 158 579 92 135 87 131
— bilanéné / economic (Z-3) 80 573 78 633 78 161 37 243 36 104
— nebilanéné / potentially economic 23 074 23074 24 439 16 842 15477
Tazba / Mining output [tis. m°] 507 500 308 413 477

Pozn.: 1 tis. m® = 1,78 kt
Note: Conversion to tons: 1 thousand m® = 1.78 kt
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TAZBA TEHLIARSKYCH SUROVIN / BRICK CLAYS MINING 1993 - 2003
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3.4. Obchodna statistika / Trade statistics

Tehliarske suroviny nie su predmetom zahrani¢ného
obchodu SR, spotreba je kryta domacou tazbou.

Colné sadzby:

Tehliarske suroviny sa v colnom sadzobniku
neuvadzaju. Dovoz a vyvoz Casti tehliarskych surovin
(lov) sa mbdze vykazovat v polozke colného
sadzobnika 2508 40 — ostatné ily.

3.5. Tazobné organizacie v SR / Mining companies

IPESKE TEHELNE, a. s., Lugenec;

JASIM, spol. s r. 0., Drienovska Nova Ves;
PEZINSKE TEHELNE - Panelaref, a. s., Pezinok;
SPISSKA TEHELNA, spol. s r. 0., Spi§ska Nova Ves;
SETA TEHELNE, a. s., Zilina;

TEHELNA Gbely, spol. s r. 0., Gbely;

Pri taZzbe tehliarskych surovin bol v roku 2003 opat
zaznamenany narast, celkom o 15 % oproti roku 2002.
VySe tretinu celkovej produkcie zabezpecuje
spolo¢nost Wienerberger Slovenské tehelne, spol.
s r. 0., Zlaté Moravce. Dal$i vyznamni producenti st
IPELSKE TEHELNE, a. s., Luéenec a PEZINSKE
TEHELNE, a. s., Pezinok. Tieto tri spoloCnosti spolu
zabezpecCovali vroku 2003 vySe 75 % tazby
tehliarskych surovin na Slovensku.

3.6. Svetova vyroba / World production

Tazba tehliarskych surovin  sa celosvetovo
nesleduje. Loziska tehliarskych surovin sa nachadzaju
prakticky vSade na svete, celkové zasoby sa
celosvetovo nesumarizuju.

Brick clays are not object of Slovak foreign trade
and demand is wholly satisfied by domestic production.

Customs tariff:

Brick clays are not stated in the Customs Tariff.
Some import and export of brick clays can be
accounted under the item 2508 40 (other clays).

TEHELNA MARTIN, a. s., Martin;

TEHELNA Preselany, spol. s r. 0., Preselany;
WIENERBERGER SLOVENSKE TEHELNE, spol. s
r. 0., Zlaté Moravce;

ZIAROMAT a. s., Kalinovo

Total brick clays production recorded growth by
15 % in 2003. Almost one third share on the total
production has company WIENERBERGER
Slovenské tehelne, spol. s r. o., Zlaté Moravce,
leading company on Slovak brick and mason markets.
Other major mining companies are IPELSKE
TEHELNE, a. s., Luéenec and PEZINSKE TEHELNE,
a. s., Pezinok. These three companies secured
together over 75 % of brick clay production in 2003.

World production of brick clays is not monitored
worldwide. World reserves of brick clays are not
registered.

3.7. Ceny na svetovom a domacom trhu / World and domestic market prices

Tehliarske suroviny nie si predmetom svetového
obchodu.
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Brick clays are not object of the world market.



