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12. KERAMICKE iLY / CERAMIC CLAYS

Do skupiny keramickych ilov z loZiskového a technologického hladiska sa zaraduje pestra paleta hornin prevazne s vysokym
obsahom ilovych mineralov, ale okrem Ziaruvzdornych ilov, bentonitov, kaolinov a tehliarskych surovin. Z technologického hladiska
ide predovéetkym o kameninové ily a pérovinové ily. ily st sedimentarne, hydrotermalne alebo rezidualne nespevnené horniny
zlozené z viac ako 50 % ilu v zmysle zrnitostnej frakcie (velkost zfn pod 0,002 mm). Ako hlavnu zloZku obsahuju ilové mineraly zo
skupiny kaolinitu, illitu a montmorillonitu. Podl'a zloZenia ilovych mineralov sa ily €lenia na monomineralne (kaolinitové, illitové ai.) a
polyminerélne (zlozené z viacerych ilovych mineralov). ily obsahuiju aj rozliéné primesi — kreme#, sludy, organickd hmotu, karbonaty,
oxidy a hydroxidy Fe, Zivce, vulkanické sklo a i. lly mdzu byt druhotne diageneticky spevnené az rekrystalizované za vzniku ilovcov a
ilovitych bridlic.

Keramické ily sa najviac vyuzivaju v keramickej vyrobe (kamenina, biela a farebna jemna keramika), pri vyrobe papiera, filtracii
olejov, ako tesniace hmoty, plnidla a iné.

Surovina sa nerecykluje. Na pouzitie ako poérovinové ily do keramickych zmesi sa paleta vyuzivanych surovin systematicky rozsiruje
podla miestnych zdrojov a podla vysledkov vyvoja receptur. Kameninové ily (ily na neziaruvzdorné keramické vyrobky, kameninové
rary, tanky na kyseliny, dlazdice, obklady, nadoby) su nahraditelné halloyzitom, mineralnymi farbivami miesto farebne sa
vypalujucich ilov, tavhym ¢adi¢om a i. M6Zu sa nahradit’ aj sklom (obklady), umelym kamenivom (dlazdice, dlazby, kachli¢ky), kovmi,
plastami a pod. Na vlastnd keramicku vyrobu su vS8ak ily nenahraditelné. Pridavné keramické suroviny (napr. keramické tufy a tufity)
sU nahraditelné Sirokou paletou surovin (Zivce, Zivcové piesky a i.).

12.1. Surovinové zdroje SR / Mineral resources

Loziska keramickych ilov v Zapadnych Karpatoch Deposits of ceramic clays in the West Carpathians
su sustredené v neogénnych panvach, kde are concentrated in Neogene basins, where Upper
najvyznamnej$imi oddeleniami su vrchny miocén Miocene and Pliocene are the major deposit horizons.
a pliocén (panon, pont, dak a ruman), v Lucenskej Deposits occur particularly in the Luéenec fold and
a Rimavskej kotline, Vychodoslovenskej panve Rimava fold, in the East-Slovakia basin (Moldava fold
(Moldavska kotlina a TrebiSovska panva), v Zvolensko- and TrebiSov basin), in the Zvolen fold and volcanites
slatinskej kotline a vo vulkanitoch Kremnickych vrchov. of the Kremnické Vrchy Mts. Small scale quarrying and

local production of ceramics and earthenware have
®  Najvyznamnejsie loZiska  keramickych  ilov been k_nown since the Middle age on the territory of
(kameninové ily) st v Lugenskej kotline. Su stéastou Slovakia.
fluviolimnického komplexu poltarskej formacie (ily,
ilovité piesky) usadzovanej v ponte na ploche cca 100 ®  Ceramic clay deposits of the major economical
km?. Podstatne zastGpeny mineral je kaolinit, ako importance in Slovakia occur in the Lucenec fold. Clays
primesi su pritomné illit, montmorillonit, ojedinele and clay sands of the Poltar formation, settled over the
halloyzit a IM mineral. ily poltarskej forméacie maju area about 100 km?, represent them. The major mineral
vysoku vaznost, plasticitu a nizke zmrastenie susenim. is kaolinite there, accompanied by admixture of illite,
montmorillonite, rarely halloysite. Clays of the Poltar
® Vo Vychodoslovenskej panve sa najvhodnejsie formgt::on are characterispd by higf] bindin'g ability and
podmienky na vznik flov vytvorili v pozdiSovskej plasticity. The only exploited deposit there is Gregorova
$trkovej formacii pontského veku (loZisko Pozdi$ovce). Vieska.
V piescitych iloch previada illit s primesou kaolinitu,
montmorillonitu a IM mineralu. V KosSickej kotline sa ® The deposit PozdiSovce situated in the East-
exploatuju ily tzv. ki€ovského suvrstvia (vrchny baden — Slovakia basin is made up by sand clays, where illite is
spodny sarmat) na lozisku Tepli€any — Vini¢na, kde the major mineral, accompanied by admixture of
polymineralne ily obsahuju najma illit a vyuzivaju sa na kaolinite and montmorillonite. Deposit is exploited at
vyrobu dlazdic. present. The deposit Teplicany situated in the KoSice
fold is exploited too at present. Deposit is made up of
® |oziska keramickych ilov v neovulkanitoch polymingral clays, mainly illite, and used for tile
Kremnickych vrchov sa nevyuZivaju pre znagnu production.
variabilitu v premene materskych hornin — ryolitovych
vulkanoklastik veku vrchny sarmat — spodny panén. Na ®  Ceramic clay deposits in neovolcanites of the
lozisku Dolna Ves boli overené illitické ily zlozené z IM Kremnické Vrchy Mts are not exploited due to large
mineralu so zmieSanou vrstvovou Strukturou illit — variability of hydrothermal metamorphosed rocks —
montmorillonit s prevahou illitovych vrstiev. Vznikli rhyolite volcanoclastics.
pésobenim hydrotermalnych roztokov na ryolitové
vulkanoklastika. ® New deposits of ceramic clays, or ceramic
additives, were discovered in the Neogene complexes
® V neogéne severnych vybezkov Podunajskej of north parts of the Danube basin (Horné Lefantovce
panvy boli overené loziska keramickych ilov v tzv. and Sol¢any deposits) and in the Horna Nitra fold
riShovskej priehlbine (Horné Lefantovce a SolCany) (Poruba deposit).

a v Hornonitrianskej kotline (Poruba).
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12.2. Evidované loziska SR / Registered deposits

KERAMICKE iLY / CERAMIC CLAYS

1. Gregorova Vieska 9. Sivetice

2. Tepli¢any 10. Meliata

3. Pozdi$ovce 11. Saca

4. Tocnica (2 loziska) 12. Zarnov

5. Tomasovce — Hali¢ 13. Michalovce (2 loziska)
6. Pondelok 14. Ladice

7. Kopernica 15. Poruba

8. BartoSova Lehétka (3) 16. Horné Lefantovce

12.3. Zasoby a tazba / Reserves and production data

KERAMICKE iLY / CERAMIC CLAYS

@ taZené lozisko / exploited deposit

O netazené lozisko / non-exploited deposit

17. SolCany

18. Zikava

19. Jedlové Kostolany
20. Brehov

21. O¢ova (2 loziska)
22. Sampor

23. Pukanec

24. Podre€any

25. Hrabovo

26. Stara Hali¢

27. Lutila Il

28. Trstené pri Hornade
29. Gregorovce

30. Kalinovo Il — Ceriny

Rok / Year 1999 2000 2001 2002 2003
Pocet lozisk spolu / Number of deposits 32" 35 35 36 35
— z toho tazenych / exploited 4 5 4 4 4
Zasoby spolu / Reserves total [kt] 172737 178 007 189 158 189 155 192 247
— bilan¢né / economic (Z-1 + Z-2) 16 941 19 920 18473 18 492 18 456
— bilanéné / economic (Z-3) 153 295 155919 162 280 162 415 165 543
— nebilanéné / potentially economic 2529 2168 8 405 8 248 8 248
Tazba / Mining output [kt] 47 61 59 55 66

" Od roku 1999 su loziska Oreské a Cicava v rodenke vedené v kategorii Zivcov, kedZe svojou charakteristikou zodpovedajl definicii

nahradnych Zivcovych surovin na keramicku a sklarsku vyrobu.

' Since 1999, representatives of ceramic additive deposits Oreské and Cicava are registered in category — Feldspar and feldspar

substitutes.
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TAZBA KERAMICKYCH iLOV / CERAMIC CLAYS MINING OUTPUT 1993 — 2003
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12.4. Obchodna statistika / Trade statistics

Domaca tazba keramickych ilov vroku 2003
predstavovala 85 % ro€nej spotreby na Slovensku.
Keramické ily sa dovazali najma z Nemecka (42
%), Ukrajiny (18 %) a Svajciarska (18 kt). Hodnota
dovezenych komodit dosiahla 22,9 mil. Sk.

DOVOZ/VYVOZ - KERAMICKE iLY
IMPORT/EXPORT DATA — CERAMIC CLAYS

rok / year

Domestic production of ceramic clays covered
about 85 % of demand in 2003. Clays were imported
mostly from Germany (42 %), Ukraine (18 %) and
Switzerland (18 %). Value of imported commodities
was 22.9 million SKK.

Rok / Year 1999 2000 2001 2002 2003
Dovoz / Import [kt] ! 22 25 15 14 12
Viyvoz / Export [kt] ' 1 0 0 0 0
Dopyt / Demand [kt] 68 86 74 69 78

" polozka colného sadzobnika 2508 40 / Item 2508 40 of the Customs Tariff
2 dopyt (zdanliva spotreba) = produkcia + import — export / demand (apparent consumption) = Production + Import — Export

Colné sadzby / Customs tariff (%):

PHS / HS code Nazov / ltem

Vseobecné /| Common Zmluvné / Contractual

2508 40 Ostatné ily / Other clays

Bez cla / Duty-free Bez cla / Duty-free

12.5. Tazobné organizacie v SR / Mining companies

Envigeo a. s., Banska Bystrica;
KERKO a. s., Kosice.

Tazba keramickych ilov vzrastla v roku 2003 0 20 %
na 66 kt a dosiahla tak najvyssSiu Uroven za poslednych
10 rokov. Hlavnym producentom je spolo¢nost KERKO
a. s., Kosice (55 kt v roku 2003), ktora tazi surovinu
na loziskach  Tepli¢any, Gregorova  Vieska
a PozdiSovce. Spolo¢nost Envigeo a. s., Banska
Bystrica pokracovala v tazbe na lozisku Stara Hali¢
(11 kt v r. 2003).

12.6. Svetova vyroba / World production

Udaje o celkovej svetovej tazbe keramickych ilov
nie su k dispozicii. Ciastkové Statistiky postihuju len
niektoré druhy keramickych surovin.

Udaje o svetovych zasobach keramickych ilov nie
su zname. lly sa vyskytuju takmer vo vSetkych
sedimentarnych formaciach.
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Exploitation of ceramic clays has rosen by 20 % to
66 kt in 2003 and reached its peak in the last decade.
The major producer is Kerko a. s., Kosice (55 kt in
2003), operating quarries in Teplicany, Gregorova
Vieska and Pozdisovce. Envigeo a. s., Banska
Bystrica continued mining on Stara Hali¢ quarry (11 kt
in 2002).

World production data of ceramic clays are not
available. Partial statistics include only some kinds of
ceramic materials.

World reserves data are not available. Clays occur
virtually in all sedimentary formations worldwide.
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12.7. Ceny na svetovom a domacom trhu / World and domestic market prices

Ceny niektorych ilov mesacne kotoval casopis
Industrial Minerals do roku 2002. Ceny sa pohybovali
od 25 do 70 GBP/t, resp. od 46 do 124 EUR/t (2002).

Priemerna cena keramickych ilov (polozka HS
2508 40) dovezenych na Slovensko v roku 2003 bola
1 969 Skit.
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Prices of some traded commodities were quoted
monthly in the Industrial Minerals magazine till 2002.
Prices varied from 25 to 70 GBP/t, or 46 to 124 EUR/.

Average price of ceramic clays (HS code 2508 40)
imported to Slovakia was 1,969 SKK/t in 2003.



