NERASTNE SUROVINY SR 2004 / SLOVAK MINERALS YEARBOOK 2004

9. GRAFIT / GRAPHITE

Grafit predstavuje jednu z dvoch polytypnych modifikacii uhlika C. Vyznacuje sa nizkou tvrdostou, dokonalou Stiepatelnostou,
vysokou tepelnou a elektrickou vodivostou, kyselinovzdornostou, Ziaruvzdornostou a nizkym koeficientom trenia. Tym sa zaraduje
medzi dolezité technické nerasty. Za grafitovl surovinu sa povazuju vSetky horniny s podstatnym obsahom grafitu, ktory je ziskatelny
upravou suroviny. Podla velkosti Supiniek rozoznavame grafit makrokrystalicky (vloGkovy) s velkostou Supiniek > 0,1 mm,
mikrokrystalicky (0,1 — 0,001 mm) a Kkryptokry$talicky (amorfny) s velkostou Supiniek < 0,001 mm. Velkost Supiniek ma velky vplyv
na bilanény obsah C na lozisku a na cenu koncentratu. RozliSujeme nasledujice genetické typy lozisk grafitu: metamorfogénne,
magmatické, kontaktne metasomatické (skarnové) a zilné loziska. Podstatnd Cast svetovej produkcie grafitu pochadza
z metamorfogénnych lozisk. Na celkovej spotrebe grafitu ma zna¢ny podiel aj synteticky vyrabany grafit (USA).

Okrem tradi¢nych spdsobov pouzitia v zlievarenstve a metalurgii rastie vyznam vyuzitia grafitu v jadrovych reaktoroch (moderator),
ako aj pri vyrobe sucasti rakiet a kozmickych lodi. Pouziva sa pri vyrobe Ziaruvzdornych hmét, maziv, ochrannych naterov, ceruziek,
suchych batérii, municie, syntetickych diamantov a i.

V obmedzenej miere sa recykluju zZiaruvzdorné tehly a obklady, malo vyznamna je recyklacia uhlikovych elektréd. V oceliarskom
priemysle sa prirodny grafit nahradza syntetickym grafitom, pripadne kalcinovanym petrolejovym koksom, antracitom, magnezitom
a pouzitymi uhlikovymi elektrodami. V zlievarenstve sa nahradza syntetickym praskovym grafitom alebo jemne mletym petrolejovym
koksom s olivinom. Pri vyrobe maziv je mozné grafit nahradit molybdenitom, sfudou, mastencom a i. Vaésina nahrad ma vsak len

obmedzeny vyznam.

9.1. Surovinové zdroje SR / Mineral resources

Jediné overené lozisko grafitu na Slovensku,
Kokava nad Rimavicou, sa zaraduje
k metamorfogénnemu genetickému typu. Vystupuje
v krystaliniku veporika, v pruhu ral a kremencov
starSieho paleozoika, na kontakte s variskymi
granitoidmi. Lozisko predstavuje objekt v sucasnosti
s nebilanénymi zasobami priemernej kvality 3,4 %
grafitu. Lozisko tvori kryStalicky grafit s vybornymi
technologickymi vlastnostami, najmad v polohach
a SoSovkach metakvarcitov, kde velkost Supin
dosahuje miestami 0,6 mm, v priemere 0,3 mm. Supiny
grafitu su Cisté, bez mikrovtrisenin. Surovina je lahko
upravitelna flotaciou. Pri vytaznosti 90 % sa dosahuje
koncentrat s kvalitou 85 % grafitu. DalSou upravou
v kyslom prostredi je mozné ziskat produkt s kvalitou
az99 % C.

9.2. Evidované loziska SR / Registered deposits

The only graphite deposit Kokava nad Rimavicou
occurs on the contact of the Late Palaeozoic gneisses
and quartzites with Hercynian granitoides. Average
content of graphite is about 3.4 %. The deposit is made
up by crystalline graphite of excellent technological
properties. Average flake size is 0.3 mm, local up to 0.6
mm. Raw material can be easy processed by flotation.
The grade of flotation concentrate reaches 85 % of
graphite and concentrate of 99 % of graphite can be
reached by processing in acid medium. Estimated
reserves are classified as potentially economic at
present.

GRAFIT / GRAPHITE

@ tazené lozisko / exploited deposit

O netazené loZisko / non-exploited deposit

1. Kokava nad Rimavicou
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9.3. Zasoby a t'azba / Reserves and production data

GRAFIT / GRAPHITE

Rok / Year 1999 2000 2001 2002 2003
Pocet lozisk spolu / Number of deposits 1 1 1 1 1
— z toho tazenych / exploited - - - - -
Zasoby spolu / Reserves total [kt] 294 294 294 294 294
— bilanéné / economic (Z-1 + Z-2) - - - - -
— bilanéné / economic (Z-3) - - - - -
— nebilanéné / potentially economic 294 294 294 294 294
Tazba / Mining output [kt] - - - - -
9.4. Obchodna statistika / Trade statistics
Spotreba grafitu je na Slovensku kryta vylucne Demand for graphite is completely satisfied by
dovozom, najma z Ciny (75 %) a Ceskej republiky imports, mainly from China (75 %) and Czech Republic
(20 %). V roku 2003 predstavovala hodnota (20 %). In 2003, value of imported commodities
dovezenych komodit 30 mil. Sk. reached 30 million SKK.
DOVOZ/VYVOZ — GRAFIT
IMPORT/EXPORT DATA — GRAPHITE
Rok / Year 1999 2000 2001 2002 2003
Dovoz / Import [t] ' 2 549 5199 1992 2633 2209
Vyvoz / Export [t] * N 1 N 19 2
Dopyt / Demand [t] 2 2548 ¢ 5198 1990 e 2614 2207

" polozka colného sadzobnika 2504 / Item 2504 of the Customs Tariff
2 dopyt (zdanliva spotreba) = produkcia + import — export / demand (apparent consumption) = Production + Import — Export

Colné sadzby / Customs tariff (%):

PHS / HS code Nazov / ltem

Vseobecné /| Common Zmluvné / Contractual

Prirodna tuha (grafit)

2504 Natural graphite

Bez cla / Duty-free Bez cla / Duty-free

9.5. Tazobné organizacie v SR / Mining companies

V roku 2003 neboli v SR organizacie taziace grafit.

9.6. Svetova vyroba / World production

Tazba grafitu ma v poslednych rokoch klesajuci
trend. Viac ako polovicu celkovej produkcie
zabezpeduje Cina. Vyroba syntetického grafitu (USA)
dosiahla 236 kt v roku 2003.

Odhad svetovych zasob grafitu sa upravil na 270
mil. t vytazitelnych do koncentratu (2003).

SVETOVA TAZBA - GRAFIT
WORLD MINE PRODUCTION - GRAPHITE

There was no mining company involved in graphite
mining on the territory of the Slovak Republic in 2003.

World production of natural graphite has
descending tendency in the last years. China satisfies
above 60 % of world natural graphite production.
Synthetic graphite production (in the United States)
reached 236 kt in 2003.

World graphite reserve base of recoverable
concentrate were estimated at 270 Mt in 2003.

Rok / Year 1999

2000

2001 2002 2003

Tazba / Mining output [ki] 682r

846 r

803r 763 r 742 e
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Na tazbe sa vr. 2003 podielali najma tieto Staty
(podla USGS Minerals Yearbook 2003):

The major producers in 2003 (according to the
USGS Minerals Yearbook 2003):

9.7. Ceny na svetovom a domacom trhu / World and domestic market prices

Pre cenu grafitu je rozhodujuca jeho zrnitost
a obsah uhlika. Ceny prirodného grafitu mesacne
kétuje Casopis Industrial Minerals v dopravnej parite
CIF britské pristavy (2003):

Krystalicky, velké viocky, 94-97 % C

Crystalline, large, 80 mesh

Important parameters for graphite price are
granularity and carbon content. Natural graphite prices
are monthly quoted by the Industrial Minerals
magazine (CIF, UK port, 2003):

........................ 570 — 750 USD/t;

Krystalicky, velké vIo€ky, 90 % C.....cccoeeevvveeiciieeeiieeens 480 — 550 USD/;

Crystalline, large, 80mesh

Krystalicky, malé vlo¢ky, 94-97 % C

Crystalline, fine, 100 mesh

Priemerna cena prirodného grafitu dovezeného na
Slovensko v roku 2003 bola 13 619 Sk/t.
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........................ 450 — 600 USD/t;

Average price of natural graphite imported to
Slovakia was 13,619 SKK/t in 2003.



