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6. OLOVO / LEAD

Olovo (Pb) je makky striebristy leskly kovs mernou hmotnostou 11,34 t/m® a bodom tavenia 327 °C. Loziska olovenych (resp.
oloveno-zinkovych) rud sa ¢lenia na Styri hlavné genetické typy: sedimentarne, metasomatické, kontaktne metamorfné a Ziiné
loziska. Vacsina svetovej tazby pochadza zo sedimentarnych lozisk. Hlavnhym rudnym mineralom je galenit PbS (82 — 86 % Pb),
vaésinou sprevadzany sfaleritom, chalkopyritom a pyritom, ktoré tvoria komplexné polymetalické Pb-Zn-Cu rudy. TaZené rudy olova
obsahuju okrem Pb, Zn a Cu aj primes dalSich kovov — In, Cd, Ge, Ga, Tl, Au a Ag. Za olovenu sa povazuje ruda, v ktorej pomer
Pb/Zn > 4.

Hlavné pouzitie olova je pri vyrobe batérii (70 %) a pri vyrobe farbiv a chemikalii (13 %). Olovo sa pouziva aj pri vyrobe valcovanych
vyrobkov, kablov, zliatin, municie a ako prisada do benzinu. Vysoka toxicita olova je dévodom obmedzovania jeho spotreby
v niektorych vyrobnych odvetviach, napr. pri vyrobe benzinu. Olovo sa pouziva aj pri vyrobe kontajnerov a inych vyrobkov
pohlcujucich radioaktivne Ziarenie.

Podiel recyklovaného olova na celkovej svetovej vyrobe kovu sa trvale zvySuje, ¢im sa znizuje dopyt po Pb koncentratoch
a ovplyviuje aj ich cenu. Vzhladom na najvys$Siu spotrebu olova pri vyrobe batérii st najviac recyklovanym odpadom prave batérie,
v mensej miere spotrebitelsky, spracovatelsky a vyrobny odpad r6zneho druhu. Podla udajov UNCTAD je az 60 % vyroby olova
pokryté z recyklovanych zdrojov. Najvacsi podiel recyklacie je v. USA, Nemecku, Francuzsku, Velkej Britanii, Japonsku a Kanade.
Olovo sa nahradza plastickymi hmotami v stavebnictve pri vyrobe rozvodovych rar a pri vyrobe elektrickych kablov. Pri vyrobe
obalov a v oblasti ochrannych Uprav vyrobkov sa olovo nahradza hlinikom, cinom, Zelezom a plastickymi hmotami. Olovo pouzivané
ako antidetonaéna prisada benzinu sa nahradza prisadami aromatickych uhlovodikov. Aj pri vyrobe farieb je olovo nahraditelné inymi

latkami. Podiel nahrady olova neustale narasta.

6.1. Surovinové zdroje SR / Mineral resources

Prvé udaje o tazbe Pb-Zn rud sa zachovali z 12. az
13. storogia zloZisk Banska Stiavnica, Zlatd Bafa,
Zlata Idka ainych, ked sa olovo pouzivalo pri vyrobe
striebra. Banictvo olova a zinku sa znovu ozivilo v 17.
a 18. storoCi v suvislosti s rastom zbrojarskej vyroby.
Po druhej svetovej vojne bola vyznamnejSia tazba
oloveno-zinkovych rad len na loziskach Banska
Stiavnica a Hodrusa.

® VyznamnejSie (v sucasnosti nebilancné)
koncentracie Pb-Zn rud su zname len
z hydrotermalnych Zilnych, sc€asti metasomatickych

a zilno-zilnikovych lozisk Banska Stiavnica, Hodrusa
a Pukanec v stredoslovenskych neovulkanitoch a Zlata
Bafla vo  vychodoslovenskych  neovulkanitoch.
Novooverené lozisko (1997 — 1998) polymetalickej
drahokovovej mineralizacie s nebilanénymi zasobami je
lozisko Brehov vo vychodoslovenskych neovulkanitoch,
viazané na subvulkanické telesa dioritov
a granodioritov. V rokoch 1992 — 1993 sa zastavila
tazba Pb-Zn rad na loZisku Banska Stiavnica.
Vzhladom na obsah Pb dosahujuci len 0,5-1,5 %
boli zasoby na vSetkych loziskach nasledne
klasifikované ako nebilanéné. Hlavnym nositelom Pb
zrudnenia je galenit (lokalne  striebronosny)
sprevadzany sfaleritom a v hibSich Usekoch lozisk aj
chalkopyritom.

®  Polymetalické (Pb-Zn-Cu) zrudnenia bez vaésieho
ekonomického vyznamu suU zname v starSom
paleozoiku SpiSsko-gemerského rudohoria vo forme
stratiformnych telies vulkanicko-sedimentarneho typu
(MniSek nad Hnilcom, Prakovce, Bystry Potok a iné),
v mezozoickych karbonatoch (Drienok, Ardovo, Velké
Pole — Pila ainé) a v krystaliniku jadrovych pohori vo
forme hydrotermalnych il (Jasenie — Soviansko, Cavoj
— Gapel a iné).
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First evidences of lead-zinc ores exploitation come
from 12th — 13th century in mining districts of Banska
Stiavnica, Zlata Baria, Zlata ldka and others, when lead
has been used for silver production. Production
increased during 17th and 18th century, in accordance
with armament production growth. After World War Il
mining continued only in Banské Stiavnica and
Hodru$a deposits, often with the government subsidies.

®  Major Pb-Zn ore concentrations of hydrothermal
veins, metasomatic and vein-veinlet deposit types are
known at Banské Stiavnica, Hodrusa and Pukanec
deposits, situated in the Central-Slovakia
neovolcanites, and at Zlata Baria deposit situated in the
East-Slovakia neovolcanites. Newly discovered base
and precious metal deposit Brehov is situated in the
East-Slovakia neovolcanites. Mineralization is related
to the sub-volcanic diorite and granodiorite bodies.
Reserves are assessed as potentially economic at
present. Exploitation of Banska Stiavnica deposit was
terminated in 1992 — 1993. Reserves are classified as
potentially economic too, due to low Pb content (0.5 to
1.5 %). Major Pb-bearing mineral is galena (local Ag-
bearing), accompanied by sphalerite and chalcopyrite
in deeper levels.

® Base metal mineralization of low economic
importance is known in the Late Palaeozoic of the
Spissko-Gemerské Rudohorie Mts, in the form of
volcano-sedimentary stratiform bodies (MniSek nad
Hnilcom, Prakovce, Bystry Potok and others), in
Mesozoic carbonate rocks (Drienok, Ardovo, Velké
Pole — Pila), and in the form of hydrothermal veins of
crystalline complex (Jasenie — Soviansko, Cavoj —
Gapel and others).
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6.2. Evidované loziska SR / Registered deposits

OLOVO /LEAD

@ tazené lozisko / exploited deposit

O netazené loZisko / non-exploited deposit

1. Banska Stiavnica — Pb, Zn, Cu, Au, Ag 5. Prakovce

2. Bansk& Hodrusa 6. Zlata Bana
3. Pukanec 7. Brehov
4. MniSek nad Hnilcom 8. Cavoj
6.3. Zasoby a tazba / Reserves and production data
OLOVO /LEAD
Rok / Year 1999 2000 2001 2002 2003
Pocet lozisk spolu / Number of deposits ' 13 11 8r 8 8
— z toho tazenych / exploited - - - - -
Zasoby spolu / Reserves total [kt Pb] 269 253 252 252 252
— bilanéné / economic (Z-1 + Z-2) - - - - -
— bilanéné / economic (Z-3) - - - - -
— nebilanéné / potentially economic 269 253 252 252 252
Tazba / Mining output [kt Pb] 0 0 0 0 N
Pb v koncentrate / Pb in concentrate [t] 2 38e 38 31 6e N

" Loziska s bilancovanym obsahom olova
! Deposits with balanced lead content

2 Olovo sa v nevyznamnom mnoZstve nachadza v koncentrate ziskavanom tpravou Au rudy pri tazbe zlata na loZisku Banska Hodrusa.
2 A little amount of lead occurs in concentrate produced by gold ore processing on Banska Hodrusa deposit.

6.4. Obchodna statistika / Trade statistics

Olovené rudy a ich koncentraty v poslednych rokoch
neboli predmetom zahrani¢ného obchodu SR. Olovené
rudy sa na Slovensku netazia. Predmetom obchodu
bolo v roku 2003 surové olovo (polozka HS 7801), kde
hodnota dovezenej komodity predstavovala 8,6 mil. Sk,
hodnota vyvezenej suroviny dosiahla 66,1 mil. Sk.

Colné sadzby / Customs tariff (%):

Lead ores and concentrates were not commodity of
foreign trade during the last years in the Slovak
Republic. Import of crude lead (HS item 7801) reached
value 8.6 million SKK, crude lead export value was
66.1 million SKK in 2003. Demand and consumption of
lead in the Slovak Republic are not known.

PHS / HS code Nazov / Iltem

VsSeobecné / Common Zmluvné / Contractual

Olovené rudy a ich koncentraty

2607 Lead ores and concentrates

Bez cla / Duty-free Bez cla / Duty-free
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6.5. Tazobné organizacie v SR / Mining companies

Vroku 2003 neboli
olovené rudy.

v SR organizacie taziace

6.6. Svetova vyroba / World production

Produkcia kovu v roku 2002 vzrastla o takmer 1 %,
na 6,60 mil. t napriek tomu, Ze tazba poklesla o 8,5 %,
na 2,74 mil. t. Vo vyspelych zapadnych krajinach
62,5 % produkcie olova pochadza zo sekundarnych
zdrojov (recyklacie). PokraCuje tak mierny narast
z minulych rokov. Roc¢na svetova spotreba dosiahla
6,55 mil. t.

Preskimané zasoby olova (obsah kovu) vo svete
dosahuji 1,5 mid. t. Su sustredené najmé v Australii,
Cine a Kanade.

SVETOVA TAZBA - OLOVO
WORLD MINE PRODUCTION - LEAD

There was no mining company involved in lead ores
mining on the territory of the Slovak Republic in 2003.

In 2002 metal production has grew by 1 % to 6,60
Mt (metal content), nevertheless, mining production
decreased by 8.5 % to 2.74 Mt. In the Western World
countries, 62.5 % of lead production comes from
secondary sources (recycling), up slightly again from
the previous years. World annual consumption has
reached 6.55 Mt.

World reserves of lead are estimated at 1,500 Mt of
metal. Reserves are concentrated mainly in Australia,
China and Canada.

Rok / Year 1998

1999

2000 2001 2002

Tazba / Mining output [kt Pb] 2 994

2979

3047 3000r 2744

Na tazbe sa vr. 2002 podielali najma tieto Staty
(podfa Mining Annual Review 2003):

The major producers in 2002 (according to the
Mining Annual Review 2003):

6.7. Ceny na svetovom a domacom trhu / World and domestic market prices

Cena kovu na LME (rafinovany surovy kov
s obsahom min. 99,97 % Pb) zaznamenala vyraznejSi
pokles v roku 1997 (priemer 624 USD/t), ktory
pokracoval aj v nasledujucich rokoch. V roku 2002 sa
cena pohybovala pod hranicou 500 USD/t (411 USD/t
v septembri). Postupny narast ceny bol zaznamenany
v roku 2003, kedy v decembri dosiahla az 686 USD/t.

Priemerna cena dovazaného surového olova v roku
2003 bola 27,4 Sk/kg.
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The metal price quoted on LME (99.97 % Pb)
started to fall in 1997 (average 624 USD/t) and
continued in this trend till 2000, when price was for
a short time under 400 USD/t (April). In 2002, price
fluctuated mostly under the level of 500 USD/t (411
USD/t in September). The growth of price in 2003 has
culminated in december, when it reached 686 USDA.

Average price of lead was
27.4 SKK/kg in 2003.

imported crude



