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15. MASTENEC / TALC

Mastenec je makky, bez primesi biely Supinkovity silikat horéika — MgsSisO10(OH), — s teplotou tavenia 1 200 — 1 500 °C. Zvycajne
obsahuje rozli¢né primesi, ¢im sa meni jeho farba, a najma kvalita. Kvalitu mastenca znizuju vSetky mineralne primesi obsahujuce
Fe®*, pyrit a oxidy Mn. Zakladom pouZitia mastenca je jeho chemicka odolnost proti kyselinam a alkalickym Iihom, nizka elektricka
atepelna vodivost, vysoka absorpéna schopnost na viazanie tukov, olejov, farieb a Zivic, vyborna Stiepnost a pri kvalitnych
odrodach cista biela farba. Mastenec vznika prinosom SiO; do hornin bohatych na horéik (dolomity, dolomitické vapence, magnezity
a ultrabazika) v hydrotermalnom $tadiu a pri regionalnej metamorféze. Na zaklade toho rozliSujeme $tyri genetické typy lozisk
mastenca: hydrotermalne metasomatické loziska v ultrabazikach, hydrotermalne metasomatické loziska v Mg karbonatoch,
metamorfné loziska a rezidualne loziska. Medzi mastencovymi surovinami mozno na zaklade obsahu primesi a dalSich vlastnosti
rozliSit niekolko variet (kizok, steatit, krupnik a pod.).

Mastenec ma Siroké uplatnenie v mnohych odvetviach priemyslu. Pouziva sa ako plnivo papiera — dava sa mu prednost pred
kaolinom, vyuziva sa v kozmetike (vyroba mydiel, zubnych past, pudrov, rizov). V textiinom priemysle sa pouziva na impregnaciu
latok, v gumarenstve pri vulkanizacii a na vyrobu izolacnej gumy, v sklarstve a zlievarenstve na odfarbovanie a vymazavanie foriem,
v chemickom priemysle ako katalyzator, pouziva sa aj pri vyrobe trhavin (ako absorbent nitroglycerinu), ako nosi¢ pastelovych
a olejovych farieb, na vyrobu kyselinovzdornych a zasadovzdornych nadob, na vyrobu krémov na topanky a lestidiel na alabaster
a mramor. Vo farmaceutickom priemysle sa Cisty mastenec pouziva ako plnidlo do tabliet. V koZiarstve sa pouziva na odmastovanie
a lestenie koze. V stavebnictve sa z neho vyrabaju rozlicné obklady, impregnuje sa nim drevo, ktoré ma byt Ziaruvzdorné. Mastenec
primieSany do asfaltu zabraruje rozpukaniu povrchu vozovky. Mastenec v najcistejSej forme je ddlezitou surovinou pre keramicku
vyrobu (pre elektrotechniku). Z krupnika sa vyrabaju Ziaruvzdorné tehly do metalurgickych, sklarskych a cementarskych peci.

Recyklacia mastenca nema podstatny vyznam. V keramike sa mastenec nahradza ilmi a pyrofylitom, pri vyrobe naterovych hmoét sa
nahradza vapencom, kaolinom, diatomitom a sfudami. Pri vyrobe papiera sa nahraddza vapencom a kaolinom, pri vyrobe plastov ilmi,
sludami, zivcami, kremenom a wollastonitom. V gumarenskom priemysle mozno ako nahradu pouzit vapenec alebo kaolin.

15.1. Surovinové zdroje SR / Mineral resources

Na Slovensku sa loziska mastenca viazu na Mg All the talc deposits in Slovakia are related to Mg
karbonaty gemerika a veporika. carbonates of the Slovenské rudohorie Mts.
® Najvyznamnejsie lozisko v gemeriku je Gemerska ® Concerning the quality and volume of estimated
Poloma, ktoré sa svojou velkostou a kvalitou suroviny reserves, the deposit Gemerska Poloma ranges among
zaraduje medzi loziska eurépskeho vyznamu. the largest European talc deposits. Estimated
Litologicky patri do betliarskych vrstiev (silur?) gelnickej economic reserves reach 85 Mt at 66 % talc content
skupiny. LozZiskové teleso ma SoSovkovity tvar a tvori and potentially economic reserves account 147 Mt at
ho prevazne magnezit, mastenec, zilny kremen, 44 % talc content. Magnesite, talc, vein quartz,
dolomit, chloritické bridlice a grafit. Mastencova dolomite, chlorite schist and graphite make up deposit
mineralizacia je spata s telesom magnezitu, na ktorom body. Talc mineralization is related to magnesite body,
sa vyvija vplyvom hydrotermalnej metasomatézy. where it originates by hydrothermal metasomatism.
Vyskyty mastenca si zname v magnezitovom karbone
gemerika (vytazené lozisko Kohdutik), v blizkosti ®  Other deposits (Hnusta — Mutnik, Kokava nad
nasunovej lubenicko-margecianskej tektonickej linie Rimavicou) and occurrences are of minor economic
(Slavoska pri Plesivci), ako aj vspodnom triase importance. They are related to magnesite, dolomite
gemerika (Sirk, Banska dolina pri Ochtinej). and limestone bodies. The deposit Hnusta — Mutnik is

the only exploited talc deposit in Slovakia at present.

®  VSetky vyznamnejSie loziska vo veporiku (Hnusta Some occurrences of talc are related to small
— Mutnik, Kokava, Samo) vystupuju s karbonatmi serpentine bodies (Muranska Dlha Luka).

v kohutskom pasme veporid. Mastenec je tu viazany
na telesa magnezitov, vapencov a  dolomitov.
NajvyznamnejSie je lozisko Hnusta — Mutnik, ktoré je
v sUcCasnosti jedinym tazenym loziskom mastenca na
Slovensku. Najkvalitnej§i mastenec tvori  vyplni
tektonickych  porich alebo samostatné polohy
v magnezite adolomite. Kvalita mastenca sa vo
vSeobecnosti smerom od centra  k okrajom
karbonatovych SoSoviek znizuje. Niekolko vyskytov
mastenca v kohutskom pasme veporika sa viaze na
malé telesa serpentinitu. NajznamejsSie je Muranska
Dlha Luka.
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15.2. Evidované loziska SR / Registered deposits

MASTENEC / TALC

@ tazené lozisko / exploited deposit

O netazené loZisko / non-exploited deposit

1. Hnusta (2 loziska)
2. Gemerska Poloma
3. Kokava nad Rimavicou (3 loziska)

15.3. Zasoby a t'azba / Reserves and production data

MASTENEC / TALC
Rok / Year 2000 2001 2002 2003 2004
Pocet lozisk spolu / Number of deposits 6 6 6 6 6
— z toho tazenych / exploited 1 1 1 1 1
Zasoby spolu / Reserves total [kt] 242 238 242 235 242 234 242 232 242 228
— bilan¢né / economic (Z-1 + Z-2) 1263 1260 1259 1257 1253
— bilanéné / economic (Z-3) 92 411 92 411 92 411 92 411 92 411
— nebilanéné / potentially economic 148 564 148 564 148 564 148 564 148 564
Tazba / Mining output [kt] 2 2 1 2 3
TAZBA MASTENCA / TALC MINING OUTPUT 1994 — 2004
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15.4. Obchodna Statistika / Trade statistics

Spotreba mastenca na Slovensku je nizka, vacsina
spracovanej suroviny sa vyvaza. Hodnota vyvezenej
suroviny v roku 2004 bola 4,4 mil. Sk, vyvoz smeroval
najma do CR (87 %). Hodnota dovezenych komodit
predstavovala 4,5 mil. Sk, surovina sa dovazala najma
z Brazilie (59 %).

DOVOZ/VYVOZ - MASTENEC
IMPORT/EXPORT DATA - TALC

Demand for talc is low, most of processed mineral is
exported. Value of exported commodities was 4.4
million SKK; most of eport aimed to the Czech
Republic (87 %). Import value reached 4.5 million SKK
in 2004, mineral was imported mainly from Brazil
(59 %).

Rok / Year 2000 2001 2002 2003 2004
Dovoz / Import [kt] ! 0,5 0,7 0,4 0,4 0,2
Vyvoz / Export [kt] ' 1,5 1,5 1,3 1,2 0,5
Dopyt / Demand [kt] 1,0 1,2 0,1 1,2 2,7

" polozka colného sadzobnika 2526 / ltem 2526 of the Customs Tariff

2 dopyt (zdanliva spotreba) = produkcia + import — export / demand (apparent consumption) = Production + Import — Export

Colné sadzby / Customs tariff (%):

PHS / HS code Nazov / ltem

VSeobecné /| Common Zmluvné / Contractual

Prirodny steatit, mastenec

2526 Natural steatite, talc

Bez cla / Duty-free Bez cla / Duty-free

15.5. Tazobné organizacie v SR / Mining companies

GE.NE.S, a. s., Hnusta

15.6. Svetova vyroba / World production

Tazba mastenca (vratane pyrofylitu) vo svete sa
v rokoch 2001 az 2004 pohybovala na urovni 8,9 mil t.

World production of talc (including pyrophyllite)
during 2001 — 2004 period was estimated at 8.9 Mt.

Dominantné postavenie v tazbe si udrziava Cina. China is keeping its dominant position in mine
L production.
SVETOVA TAZBA - MASTENEC
WORLD MINE PRODUCTION - TALC
Rok / Year 2000 2001 2002 2003 2004
Tazba / Mining output [Mt] ! 8,7 91r 78r 8,3r 9,3

" vratane pyrofylitu / including pyrophyllite

Na tazbe sa vr. 2004 podielali najma tieto Staty
(podla USGS Minerals Yearbook 2004):
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The major producers in 2004 (according to the
USGS Minerals Yearbook 2004):

36.1 %;
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15.7. Ceny na svetovom a domacom trhu / World and domestic market prices

Ceny zavisia od kvality a stupna, ako aj od spbsobu
upravy. Ceny niektorych obchodovanych komodit

Prices depend on quality and also processing grade
and procedure. Prices of some traded commodities

podla Casopisu Industrial Minerals (december 2004): according to the Industrial Minerals magazine
(December 2004):
USA, na vyrobu farbieb, EXW, 200 mesh...........cccccccvvrreennne 126 USD/st;
USA, paint
USA, keramicka kvalita, EXW, 200 mesh ...............ccceeuvvnee... 92 USD/st;
USA ceramics
Cinsky, normal, ex-store (zo skladu) UK, 200 mesh............... 208 — 233 GBP/;

Chinese, normal

Norsky, mikronizovany, ex-store UK............cccceeevciiieiiieeenns

Norwegian, micronised

Priemerna cena mastencov (polozka HS 2526)
dovezenych na Slovensko vroku 2004 bola
24 264 SKi/t.
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220 — 294 GBP/t.

Average price of talc (HS item 2526) imported to
Slovakia was 24,264 SKK/t in 2004.



