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2. BARYT / BARITE

Baryt (BaS0O,) je biely aZ sivobiely mineral s mernou hmotnostou 4,3 — 4,7 t/m°, Gasto obsahuje primesi Sr a Ca, zriedkavo Pb a Ra.
Ro6zne zafarbenie barytu indikuje znecistenie oxidmi Fe, ilovymi alebo organickymi primesami. Pouzitie barytu je podmienené jeho
vysokou hustotou, chemickou inertnostou, vysokou belostou a schopnostou pohlcovat réntgenové Iuc¢e. Barium (Ba) ako
rozhodujuca zlozka barytu sa viaze na zivce a sludy kyslych a alkalickych vyvrenin. Mineralov s obsahom baria je pomerne malo
asu vzacne (witherit, barytocelestin, sanbornit). V hydrotermalnych Zilach baryt Casto vystupuje v asociaciach s mineralmi
polymetalickych kovov (sulfidy Pb, Zn, Cu), pyritom a fluoritom.

Baryt sa pouziva najma na tazky vyplach vo vrtoch na ropu a zemny plyn (2/3 svetovej produkcie), na vyrobu glazur, smaltov, farieb,
plastickych hmét a je su¢astou jedov na hlodavce a hmyz. Baryt sa okrem toho pouziva v sklarstve, pyrotechnike (vyroba signalnych
rakiet, rozbusiek) a stavebnictve (tvori suc¢ast ochrannych naterov a omietok proti réntgenovému a radioaktivnemu ziareniu).

Permanentnou recyklaciou sa baryt pouziva ako zatazkavadlo do vrtnych suspenzii. Pri ostatnom pouziti (chemicky priemysel,
vyroba farieb, skla, gumy) sa baryt nerecykluje. Na pouzitie ako zatazkavadlo do suspenzii je baryt Ciastoéne nahraditelny
magnetitom, hematitom, ilmenitom a inymi tazkymi mineralmi. Pri vyrobe gumy sa baryt nahradza inymi plnivami (vapenec, dolomit

ai.), pri vyrobe Specialnych skiel je Ciastoéne nahraditelny solami stroncia.

2.1. Surovinové zdroje SR / Mineral resources

V Zapadnych  Karpatoch sa loZiska
koncentruju  predovSetkym v gemeriku
vyskytov je znamych z tatrika a hronika.

barytu
a niekolko

® Barytové loziska gemerika su viazané najma na
periférne Casti SpiSsko-gemerského rudohoria ako
sucast hydrotermalnych sideritovych zil na jeho
severnom a juznom okraji. Najvacsie zasoby barytu na
Slovensku su na lozisku Rudfany na zilach Drozdiak,
Zlatnik a Severna. Viazu sa na mohutné zrudnené
tektonické linie. Baryt je tu zastipeny do hibky 200 aZ
300 m pod povrchom. Smerom do hibky sa obsah
barytu znizuje, pribuda siderit, resp. kremen. V juznej
Casti SpiSsko-gemerského rudohoria na lokalite Drnava
— Maly vrch vhorninach gelnickej série gemerika
vystupuje niekolko mensich barytovych Zil, kde taktiez
s hibkou klesa obsah barytu a stupa obsah sideritu.
Jedinym loziskom odlisného genetického typu je
exhalaéno-sedimentarne loZisko Gemerska Ves -
Sankovce v spodnom triase silicika. Baryt tam tvori
vrstvicky striedajuce sa s polohami hematitu, anhydritu
a kremena.

® Barytovi  mineralizaciu v tatriku  a hroniku
predstavuju vyskyty v niektorych jadrovych pohoriach
Zapadnych Karpat — vo Velkej Fatre (Nizna Matejkova)
a v Nizkych Tatrach (Trangoska). V Malych Karpatoch
(Smolenice) a Nizkych Tatrach (Maluzind) su zname
vyskyty barytu v permskych vulkanitoch hronika
(maluzinské suvrstvie).
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In the Western Carpathians, barite deposits are
concentrated in the SpiSsko-gemerské rudohorie Mts.
and some occurrences are known from the Velka Fatra
Mts., Nizke Tatry Mts. and Malé Karpaty Mts.

®  Barite deposits as a part of hydrothermal siderite
vein system occur on the north and south border of the
SpiSsko-gemerské rudohorie Mts. The largest barite
reserves, related to mineralised tectonic zone, are
measured on the deposit Rudriany (DroZdiak, Zlatnik
and Severna veins). Barite occurs in depth up to 300
m. Downwards barite content decrease. Some
insignificant occurrences of barite veins are known
from locality near Drnava village. The only barite
deposit of different genetic type is Gemerska Ves —
Sankovce, where barite occurs in layers altering with
hematite, anhydrite and quartz attitudes.

®  Barite mineralization occurrences Nizna Matejkova
(Velka Fatra Mts.), Trango$ka and Maluzina (Nizke
Tatry Mts.) and Smolenice (Malé Karpaty Mts.) are not
of economic importance.
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2.2. Evidované loziska SR / Registered deposits

BARYT / BARITE

@® tazené lozisko / exploited deposit

O netazené lozisko / non-exploited deposit

1. Rudiany (2 loziska)

2. Porac¢ — Zlatnik
3. Gemerska Ves
4. Jaklovce

2.3. Zasoby a tazba / Reserves and production data

BARYT / BARITE

Rok / Year 2000 2001 2002 2003 2004
Pocet lozisk spolu / Number of deposits 4 4 4 4 5
— z toho tazenych / exploited 1 1 1 1 1
Zasoby spolu / Reserves total [kt] 3052 2974 2910 2 898 2873
— bilanéné / economic (Z-1 + Z-2) 1382 1088 1024 1012 987
— bilan¢né / economic (Z-3) - - - - -
— nebilanéné / potentially economic 1670 1886 1886 1886 1886
Tazba / Mining output [kt] 36 34 23 12 25
Vyroba koncentratov / Concentrates prod. [kt] 14 14 11 6 12

tazba / mining [kt]
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2.4. Obchodna statistika / Trade statistics

Baryt sa na Slovensku tazi uz len na lozisku
Rudnany avacsina spracovaného koncentratu je
uréena na export. Export v roku 2004 smeroval najma
do Polska, Madarska a Ceskej republiky. Hodnota
vyvezenych komodit v roku dosiahla takmer 39 mil. Sk.

DOVOZ/VYVOZ - BARYT
IMPORT/EXPORT DATA - BARITE

Traditionally, most of domestic barite production
was exported. Main export destinations are Poland,
Hungary and Czech Republic. Value of exported barite
commodities in 2004 reached almost 39 million SKK.

Rok / Year 2000 2001 2002 2003 2004
Dovoz / Import [kt] ! N 0,5 1,3 1,0 0,9
Viyvoz / Export [kt] ' 135e 135e 10e 6,6 7,7

" poloZka colného sadzobnika 2511/ Item 2511 of the Customs Tariff

Colné sadzby / Customs tariff (%):

PHS /HS code  Nazov/ Iltem Vseobecné / Common Zmluvné / Contractual
Prirodny siran barnaty (tazivec), witherit
2511 Natural barium sulphate (barite), natural barium  Bez cla / Duty-free Bez cla / Duty-free

carbonate (witherite)

2.5. Tazobné organizacie v SR / Mining companies

SABAR, spol. s r. 0., MarkuSovce

2.6. Svetova vyroba / World production
Svetové zasoby barytu sa odhaduju na 303 mil. ton.

SVETOVA TAZBA — BARYT
WORLD MINE PRODUCTION - BARITE

World resereves of barites are estimated at 303 Mt.

Rok / Year 1999

2000 2001 2002 2003

Tazba / Mining output [kt] 5 660

6 200 6 450 5820 6211

Na svetovej taZbe sa vroku 2003 podla Mining
Annual Review 2004 podielali najma Cina (asi 50 %),
India (13 %), Maroko (6 %) a USA (6 %).

The major producers of barite in 2003 (according to
the Mining Annual Review 2004) were China (50 %),
Indies (13 %), Morocco (6 %) and the United States (6
%).

2.7. Ceny na svetovom a domacom trhu / World and domestic market prices

Ceny na svetovom trhu su variabilné a zavisia od
mnohych  konkrétnych faktorov (zdroj suroviny,
predavané mnozstvo, pouzitie, dostupnost nahrad a i.).
Ceny barytu réznej kvality a pévodu uvadza mesacne
Casopis Industrial Minerals. Aj v roku 2004 boli ceny
tradicne stabilné.

Prices quoted on the world markets are variable
depending on many factors (mineral source, traded
amount, use, substitutes availability a. o.). Prices of
barite of various grade and origin are quoted monthly in
the Industrial Minerals magazine. Also during 2004
prices were stable, without striking changes.

Mikronizovany biely, na vyrobu farieb, min. 99% , del UK.......... 140 — 150 GBP/t;

Ground, white, paint grade, del UK

Marocky KUSOVY ........cccovveeeneeeninnnnee

62 — 65 USD/t;

Moroccan, API grade, lump CIF US Gulf Coast

Mlety OCMA, sypany........cccccuveeeuene

Ground OCMA, bulk

Cena slovenskych barytovych koncentratov a drviny
(2004) sa pohybovala v rozpati 3 700 — 10 200 Sk/t
(parita EXW) v zavislosti od druhu.

50 — 55 GBP/t.

Prices of Slovak barite concentrates and brash
(2004) varied from 3,700 to 10,200 SKK/t (EXW),
dependent on variety and grade.
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