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9. VOLFRAM / TUNGSTEN

Volfram (W) je striebristosivy, velmi tvrdy kov s mernou hmotnostou 19,35 t/m® a bodom tavenia 3 410 °C. Vy3sia koncentracia
volframu je vacésinou spata s granitoidmi, ¢asto v asociacii s Sn, Mo, Bi a Cu. Geneticky sa lozZiska W rud delia na pat typov:
skarnové, greizenové, stratiformné, hydrotermalne lozZiska a ryzoviska — rozsypy. Zo znamych volframovych mineralov maju
ekonomicky vyznam len volframit (do 75 % WOs3) a scheelit (do 80 % WOj3). Volframit okrem Fe a Mn obsahuje aj Nb a Ta.
Scheelitovy typ lozisk vznika pri nizSej teplote ako volframitovy typ. Scheelit sa vyskytuje v kremennych Zilach €asto so zlatom,
v kontaktne metasomatickych skarnovych lozZiskach so sulfidmi a taktiez v regionalne metamorfovanych komplexoch. Rozsypové
loZiska volframitu sa nachadzaju v blizkosti primarnych lozisk.

Volfrdm sa pouziva najma na legovanie ocele, a to najma v zbrojarskom priemysle, pouziva sa pri vyrobe reznych nastrojov
a nastrojov na tazbu ropy, zemného plynu a pevnych nerastnych surovin (vrtné korunky z karbidu volframu). Na uvedené ucely sa
spotrebuva vy$e 80 % produkcie kovu. Volfrdm sa pouziva aj v elektrotechnike a elektronike.

Recyklacia volframu sa uskutocriuje len v USA, Japonsku a zapadnej Eurépe. Podiel recyklovaného volframu na celkovej vyrobe
kovu sa odhaduje na 20 — 30 %. Kovovy volfram je stale nenahraditelnym materidlom v oceliarstve ako legujuca prisada (pre zbrojnu
vyrobu, vyrobu reznych a vrtnych nastrojov) a v elektrotechnike. V urcitych odboroch sa volfram nahradza keramickymi materialmi.
V automobilovom priemysle sa volfram Uspe$ne nahradza molybdénom. Karbid volframu na vyrobu reznych a vitacich nastrojov je
mozné Ciastone nahradit inymi karbidmi, nitridmi alebo oxidmi.

9.1. Surovinové zdroje SR / Mineral resources

Scheelitovy typ zrudnenia bol v rokoch 1980 — 1993 Scheelite mineralization was discovered during the
objaveny a preskumany v nizkotatranskom krystaliniku period 1980 — 1993 in the Nizke Tatry Mts (Jasenie —
(lozisko Jasenie — Kysla) ana tektonickom styku Kysla deposit) and in the Slovenské rudohorie Mts.
gemerika a veporika (lozisko Ochtina — Rochovce). (Ochtina — Rochovce deposit).

V obidvoch pripadoch ide o malé loziska
s nebilanénymi zasobami W rud. ®  Gold-scheelite mineralization on the Jasenie —
Kysla deposit is related to quartz veins and silicified
® Na lozisku Jasenie — Kysla je zlato-scheelitové shear zones in the Paleozoic crystalline schists. Major
zrudnenie viazané na kremenné Zily a zilniky vyvinuté economic mineral are scheelite and gold here. Average
v krystalickych bridliciach nizkotatranského krystalinika. ore grade of estimated reserves is about 0.23 % W and
Hlavnymi 0zitkovymi mineralmi su scheelit a zlato. 0.49 ppm of gold. W mineralization age was
Priemerna kvalita overenych zasob dosahuje 0,23 % W determined at 305 million years (equal to the Upper
a 0,49 g/t Au. Vek W zrudnenia bol uréeny na 305 mil. Carboniferous).

rokov (vrchny karboén).
®  Ochtina — Rochovce deposit represents stockwork

® Na styku gemerika a veporika je situované Mo-W deposit type formed on the contact of the Late
lozisko Ochtina — Rochovce. Predstavuje stockwerkovy Cretaceous granite stock and the Late Paleozoic meta-
typ, reprezentovany rojom kremennych zil. V spodne;j sediments. The lower Mo-mineralized zone
Casti loziska, v endokontakte a exokontakte represented by a stockwork of quartz veins and
monzogranitového telesa, je vyvinuté Mo zrudnenie. Vo veinlets with molybdenum. Mo content is about 0.005
vrchnej €asti, v metamorfovanych komplexoch %. Silicified rocks and quartz veinlet stockwork with
gemerika (karbdnske fylity a metabazaltové tufy), je scheelite represent the upper W-mineralized zone. W
overené zilnikovo-impregnacné W zrudnenie tvorené content is about 0.112 %.

najma scheelitom s priemernym obsahom len 0,112 %
W a 0,005 % Mo. Pri su€asnych svetovych cenach
volframu su overené zasoby nebilanéné.
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9.2. Evidované loziska SR / Registered deposits

VOLFRAM / TUNGSTEN

@ tazené lozisko / exploited deposit

O netazené loZisko / non-exploited deposit

1. Jasenie — Kysla

2. Ochtina

9.3. Zasoby a t'azba / Reserves and production data

VOLFRAM / TUNGSTEN
Rok / Year 2000 2001 2002 2003 2004
Pocet lozisk spolu / Number of deposits 2 2 2 2 2
— z toho tazenych / exploited - - - - -
Zasoby spolu / Reserves total [t W] 14 920 14 920 14 920 14 920 14 839
— bilanéné / economic (Z-1 + Z-2) - - - - -
— bilanéné / economic (Z-3) - - - - -
— nebilanéné / potentially economic 14 920 14 920 14 920 14 920 14 839
Tazba / Mining output [t W] - - - - -
9.4. Obchodna statistika / Trade statistics
Volframové rudy a ich koncentraty v roku 2004 neboli Tungsten ores and concentrates were not

predmetom zahraniéného obchodu SR. Volframové
rudy sa na Slovensku netaZia a spotreba volframu je
krytd dovozom. Predmetom obchodu bol surovy
volfram (HS 8101) kde hodnota dovezenej komodity
predstavovala 33 mil. Sk.

Colné sadzby / Customs tariff (%):

commodity of Slovak foreign trade in 2004. Tungsten
ores are not mined in Slovakia and domestic demand
is covered by import. Value of imported crude tungsten
(HS item 8101) reached 33 million SKK in 2004.

PHS / HS code Nazov / Iltem

VsSeobecné / Common Zmluvné / Contractual

Volframové rudy a ich koncentraty

2611 Tungsten ores and concentrates

Bez cla / Duty-free Bez cla / Duty-free

9.5. Tazobné organizacie v SR / Mining companies

Vroku 2004 neboli
volframové rudy.

v SR organizacie taziace
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There was no mining company involved in tungsten
ores mining on the territory of Slovakia in 2004.
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9.6. Svetova vyroba / World production

Rok / Year 1999 2000 2001 2002 2003
Tazba / Mining output [t W] 34 850 38 450 44 750 37 100 46 200
Na tazbe sa vr. 2003 podielali najma tieto Staty The major producers in 2003 (according to the
(podl'a Mining Annual Review 2004): Mining Annual Review 2004):
Cina. .o 81,1 %; China.......cccccovveeueennne. 81.1 %;
Rusko......coeeeeeeeeein. 6,5 %; RuSSI@........ccccceueunnn. 6.5 %;
Kanada...................... 6,2 % Canada.............ccc...... 6.2 %
Svetové zasoby volframovych rad sa odhaduju na 40 World reserves of tungsten ores are estimated at
mil. ton, z toho vySe 40 % sa nachadza v Cine. 40 Mt, of which 40 % are situated in China territory.

9.7. Ceny na svetovom a domacom trhu / World and domestic market prices

Na svetovom ftrhu je kétovana cena volframitu, On the world market is quoted wolframite price
standard min. 65 % WO3; v USD/mtu WO3;, v dopravnej (65 % WOs CIF Europe) and APT (ammonia
tarife CIF Eurdépa. V prvom polroku 2003 bol paratungstate) price. In the first half of 2003 year price
zaznamenany mierny narast cien az na uroven 42 — 50 has rose slightly to 42 — 50 USD/mtu (April), which
USD/mtu (april), ktora sa udrzala az do konca roku (v retain on this level to the end of year (average 46
priemere 46 USD/mtu). Na konci roku 2004 USD/mtu). At the end of 2004 price reached 68.5
dosahovala cena 68,5 USD/mtu. USD/mtu.

Priemerna cena dovazaného volframu (polozka HS Average price of imported tungsten (HS item 8101)
8101) v roku 2004 bola 2 051 Sk/kg. was 2,051 SKK/kg in 2004.
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